
mesh wire dia. zinc coating

mm mm g/m2
Hex. Wire netting HDG after weaving
13MMX0.7MMX600MM 15 0.62 240

13MMX0.7MMX900MM 15 0.62 240

25MMX0.8MMX600MM 26.5 0.73 220

25MMX0.8MMX750MM 26.5 0.73 220

25MMX0.8MMX900MM 26.5 0.73 220

25MMX0.8MMX1200MM 26.5 0.73 200

38MMX1.0MMX900MM 41 0.9 200

38MMX1.0MMX1200MM 41 0.9 200

50MMX0.9MMX600MM 41 0.81 200

50MMX0.9MMX900MM 52 0.81 200

50MMX0.9MMX1200MM 52 0.81 200

50MMX0.9MMX1500MM 52 0.81 200

50MMX0.9MMX1800MM 52 0.81 200

75MMX1.0MMX600MM 80 0.91 200

75MMX1.0MMX900MM 80 0.92 200

75MMX1.0MMX1200MM 80 0.93 200

75MMX1.0MMX1500MM 80 0.91 200

75MMX1.0MMX1800MM 80 0.92 200

RABBIT WIRE
31MMX1.0MMX1050MM 30-31 0.92 220


